Informationen

ZUr Ze rtiﬁZieru ng nach franzosischer Norm M1

Stoff  « newport Farb.-Nr. 161.xx
« bedford 487 xx
« tunis 493.xx
« warna 496.xx
« phoenix 622.XX

Prifzeugnis:  EFR-25-002053

Ausstellungsdatum  05.Februar 2026
Gultigkeit  05.Februar 2031

Bestatigung  Die Firma erfal bestétigt, dass diesen Qualitdten das Priifzeugnis EFR-25-002053 zugrunde liegt.

Wb — 2

MarcoW gner Kerstin Petzold

Gescha sfuhrer Geschiftsfihrerin

erfal steht fir Qualitdt Made in Germany.

Um eine lange Lebensdauer unter Wahrung der urspriinglichen Produkteigenschaften zu gewdhr-
leisten, sollten Sie die mitgelieferten Pflege- und Reinigungsmdglichkeiten unbedingt beachten.
Bei Fragen zur Pflege unserer Stoffe melden Sie sich bitte bei:

erfal GmbH & Co. KG
Gewerbering 8
D-08223 Falkenstein

Fon +49 (0) 37457500

Fax +49 (0) 3745 750 299
info@erfal.de

www.erfal.de

Raume neu erleben




Efectis

EFECTIS France

Espace Technologique Batiment Explorer
Route de I'Orme des Merisiers CERTIFICATE
91190 SAINT-AUBIN | FRANCE ENGLISH VERSION

ENGLISH VERSION OF THE OFFICIAL FRENCH PROCES-VERBAL N° EFR-25-002053

Only the original French edition of this procés-verbal is authentic.
Seule IPédition originale en frangais du présent procés-verbal fait foi.

The French PROCES VERBAL is valid for 5 years starting on February 05", 2026

Applicant

CoC number
Sample reference

Brief description provided by
the applicant

Mass per unit area
determined by the laboratory

Thickness measured by the
laboratory

Colour
End-use condition

Standard of tests:

VEROTEX AG
Bahnhofstr. 38
95236 STAMMBACH
Allemagne

HRB3779
VEROGLIM

100% polyester fabric with in the mass fire retardant treatment and
aluminum metallized coating on one side.

From 119 to 290 g/m? = 10%

From 0.22 to 0.47 mm % 10%

All colours

Internal sun protection

« NF P 92-507 (2004) - Building - Interior fitting materials - Classification according to their reaction to

fire

= NF P 92-503 (1995) - Reaction to fire tests - Electrical burner test used for flexible materials
« NF P 92-504 (1995) - Reaction to fire tests - Flame persistence test and speed of the spread of flame
« NF P 92-505 (1995) - Reaction to fire tests - Test used for thermal melting materials - Dripping test

Classification obtained in the official Procés Verbal:

M1

Valid for any application for which the product is not subjected to the CE marking.

Durability of the classification (NFP 92-512: 1986): Supposedly unlimited

Taking into account the criteria resulting from the tests described in the test report n°EFR-25-002053-BE from February

16% 2026.

This test report only demonstrates the charactenistics of the test sample and does not prejudice the characteristics of
simifar products. It does not provide a certification of products within the Article L 433-3 of the Consumer Code and the

Law of June 3, 1994

Efectis France is approved for fire reaction tests according fo the Decree of December 29th, 2016 amending the Decree

of February 5" 1959

Saint-Aubin, on February 16th, 2026

MNota. - Full reproductions and photocopies of this English abstract of the official procés verbal of
classification or the English version of the official procés verbal and the attached tests report are authorized.
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